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Siberts can normally resharpen the Punch and Die to remove any damage to the front 
faces.  
Should this P&D punch a stamper after the damage has occurred, then the Shaft of the 
Punch or bore of the Die will be damaged beyond repair and new cutting parts will be 
required.  
If we remove this damage to the shaft or bore then the hole size will change and 
therefore punch the wrong size. This will result in new cutting parts being required. 

Resharpening can rectify 
damage to front face of P&D 

Damage to the front face of 
the Punch or Die can be 
rectified by a simple 
resharpen. 

Damage to the shaft of the 
Punch or the bore of the Die 
will result in new cutting 
parts needed. This often 
happens after damage has 
occurred and then a stamper 
has been punched. The bore 
or shaft is then damaged. If 
the damage is known then the 
P&D should be returned to 
Siberts for a resharpen. 

If there is damage to the 
centre vee, then 
misalignment can occur 
resulting in new cutting parts 
being required. This may 
“push” the cutting parts to 
one side (mis alignment). 


